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INC. TECH ADVISORY for

SFI Specification 2.3N
Rear Engine Dragster Roll Cage (Top Fuel); 6.29 Seconds E.T. & Quicker
Effective: February 18, 2009

When a car cannot meet the original back half attachment criteria for a bottom splice
joint, the bottom frame rail may be spliced forward of the rear seat upright per the below
drawing. An interior sleeve machined to match the ID of the parent tube and have a
minimum of .058” wall thickness, must extend a minimum of 3” on each side of the
splice, and/or past the seat upright and rear seat cross member, whichever is
greater. There shall be a minimum of 1” between the end of the interior sleeve in the
cockpit and the end of the interior step sleeve from the back half. All standard
construction practices and existing 2.3N specifications shall apply to the interior sleeves
and splice joint.

BACK BRACES

REAR SEAT CROSE MEMBER //
@

1*‘ - Existing Slee;\ Existing 1 3/8 Tube

Splice

Typical Splice too close to Seat Upright and/or Crossmember

BACK BRACES

1% X .058 REAR SEAT CROSS MEMBER
(New Tube)
Ey A
1} x .058 / —~‘ e \ \
Interior Sleeve Step Sleeve 1% X .095
SPLICE

Splice Method

15708 Pomerado Road, Suite N208, Poway, CA 92064 - (858)451-8868 FAX# (858)451-9268
website: www.sfifoundation.com email: sfi@sfifoundation.com



